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Contact Information: 

Name: OUBCC Staff Date 5/17/23 

Email: Kathy.Hehnly@oubcc.ok.gov Phone: 405-521-6501 

Code Change Information 

Originating Committee: FGMP 2018 Code Modified: 2018 IPC 

Original Comment Form Number: SCF 65 Rule Number: 748:20-16-11 (2) 

Which area of the code (Section, Table, Figure) was revised? 

Chapter 6, Table 605.3 Page Number: 6-4 

Previous Change: 

Historical information 

  

See table on next page 

This change was made to by the 2018 FGMP committee to address errata published by the ICC. 
The errata has been corrected in the 2021 edition. Staff recommendation is to delete this 
modification from the agency rules. 



 

Material Standard 

Acrylonitrile butadiene styrene (ABS) plastic pipe ASTM D1527;ASTM D2282 

Chlorinated polyvinyl chloride (CPVC) plastic 
pipe 

AST, D 2846; ASTM F441; ASTM F 442; CSA B 
137.6 

Chlorinated polyvinyl 
chloride/aluminum/chlorinated polyvinyl 

chloride (CPVC/AL/CPVC) 

ASTM F 2855 

Copper copper-alloy pipe ASTM B42; ASTM B302 
Copper or copper-alloy tubing (Type K, WK, L 

WL, M or WM) 
ASTM B 75; ASTM B 88; ASTM B 251; ASTM B447 

Crossed-linked polyethylene (PEX) plastic pipe 
and tubing 

ASTM F876; AWWA C904; CSA B137.5 

Cross-linked polyethylene/aluminum/cross-
linked polyethylene (PEX-AL-PEX) pipe 

ASTM F1281P ASTM F 2262; CSA B137.10 

Crossed-linked polyethylene/aluminum/high-
density polyethylene (PEX-AL-HDPE) 

ASTM F1986 

Ductile iron water pipe AWWA C151/A21.51; AWWA C115/A21.15 

Galvanized steel pipe ASTM A53 

Polyethylene (PE) plastic pipe ASTM D2239; ASTM D3035; AWWA C901; CSA 
B137.1 

Polyethylene (PE) plastic tubing ASTM D2737; AWWA C901; CSA B137.1 

Polyethylene/aluminum/polyethylene (PE-AL-
PE) pipe 

ASTM F1282; CSA B 137.9 

Polyethylene of raised temperature (PE-RT) 
plastic tubing 

ASTM F2769; CSA137.18 

Polypropylene (PP) plastic pipe or tubing ASTM F2389; CSAB137.11 B137.1 

Polyvinyl chloride (PVC) plastic pipe ASTM D1785; ASTM D2241; ASTM D2672; CSA 
B137.3 

Stainless steel pipe (Type 304/304L) ASTM A312; ASTM A 778 

Stainless steel pipe (Type 316/316L) ASTM A312; ASTM A778 
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